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Notes:

1. Surface materials shall be o minimum compacted layer of 2 inches
of KYDOT #610, #57, #5, Closs | sand or dense grade aggregate.

2. Base treatment shall be a minimum of & inches of KYDOT dense
grode aggregate, #5, #610, #57. or #3 store.

3 Subgrade should be firm undisturbed soil moterial or compacted earthfil
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